
ONE COPY OF CERTIFICATION OF CONFORMANCE THAT 
ITEM(S)/COMPONENT(S) BEING FURNISHED IS/ARE 
IN ACCORDANCE WITH THE STANDARD CLAUSE 
REQUIREMENTS SHALL BE SUPPLIED. THIS DOCUMENT 
SHALL ALSO SPECIFICALLY INCLUDE A STATEMENT 
THAT THE SELLER MAINTAINS TEST REPORTS FOR 
ALL CHEMICAL AND MECHANICAL REQUIREMENTS FOR 
THE SPECIFICATIONS BELOW. 

VERIFICATION OF CERTIFICATION OF CONFORMANCE 
DOCUMENTS SHALL BE SIGNED AND DATED BY THE 
SELLER'S AUTHORIZED REPRESENTATIVE. THE 
CERTIFICATION MUST BE FORWARDED WITH A 
COMPLETE OR PARTIAL SHIPMENT UNDER THIS 
ORDER. MATERIAL WILL BE REJECTED IF THE 
CERTIFICATIONS ARE NOT RECEIVED. 

WHENEVER COPPER NICKEL (CUNI) MATERIAL TO 
MIL-T-16420 IS FURNISHED, IT SHALL BE IN 
ACCORDANCE WITH REVISION K, DATED APRIL 14, 
1978 AND AMMENDMENT 1 DATED 16 SEPTEMBER 
1988, AS MODIFIED BY ELECTRIC BOAT SPECIFICA- 
TION 3726, REVISION E, PARAGRAPH 3. 

WHENEVER COPPER NICKEL (CUNI) MATERIAL TO 
MIL-C-15726 IS FURNISHED, IT SHALL BE IN 
ACCORDANCE WITH REVISION F, DATED OCTOBER 25, 
1988 WITH AMENDMENT 1, DATED OCTOBER 8, 1991. 
MODIFIED BY ELECTRIC BOAT SPECIFICATION 3790 
REVISION C, PARAGRAPH 3. 

WHENEVER COPPER NICKEL (CUNI) MATERIAL TO 
MIL-C-24679 IS FURNISHED, IT SHALL BE IN 
ACCORDANCE WITH REVISION -, DATED MAY 6, 1988 
AS MODIFIED BY ELECTRIC BOAT SPECIFICATION 
3792, REVISION C, PARAGRAPH 3. 


