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TEST REPORT(S) FOR EACH HEAT/LOT/BATCH AS DEFINED BY THE INVOKED
SPECIFICATION OF EACH PURCHASE ORDER ITEM CONTAINING:

A. RESULTS OF THE CHEMICAL ANALYSIS AS REQUIRED BY THE INVOKED
SPECIFICATION OR AS SPECIFIED BY THIS PURCHASE ORDER.

B. RESULTS OF ALL MECHANICAL TEST(S) REQUIRED BY THE INVOKED
SPECIFICATION (EXAMPLE: TENSILE, YIELD, ELONGATION, ETC.)
PERFORMED IN ACCORDANCE WITH THE INVOKED SPECIFICATION OR AS
SPECIFIED BY THIS PURCHASE ORDER. WHEN HEAT TREATMENT IS
REQUIRED, THE TESTS SHALL BE MADE AFTER HEAT TREATMENT.

C. EACH TEST REPORT PROVIDED SHALL BE IDENTIFIED BY THE APPLICABLE
HEAT/LOT/BATCH NUMBER OF THE MATERIAL IT REPRESENTS AS DEFINED
BY THE INVOKED SPECIFICATIONS.

D. THE SPECIFICATION AND REVISION TO WHICH THE MATERIAL WAS
MANUFACTURED AND TESTED WHENEVER A SPECIFICATION IS INVOKED.

NOTE: ALL TESTS AND INSPECTIONS REQUIRED BY THE PURCHASE ORDER
AND/OR THE APPLICABLE SPECIFICATION SHALL BE ACCOMPLISHED
AND REPORTED UNLESS SPECIFICALLY WAIVED IN OUR ORDER.

EACH TEST REPORT DATED ON OR AFTER 1 JANUARY 2007 SHALL CONTAIN
THE FOLLOWING CERTIFICATION STATEMENT:

THE RESULTS REPORTED ON THIS TEST REPORT REPRESENT THE ACTUAL
ATTRIBUTES OF THE MATERIAL FURNISHED AND INDICATE FULL
COMPLIANCE WITH ALL APPLICABLE SPECIFICATION AND CONTRACT
REQUIREMENTS.

CERTIFIED BY: DATE:

IN ADDITION TO THE ABOVE THE FOLLOWING ALSO APPLIES TO FASTENERS.

E. FORNUTS, THE MECHANICAL TEST(S) REQUIRED SHALL BE THE PROOF LOAD
AND/OR HARDNESS TEST AS DETAILED BY THE APPLICABLE SPECIFICATION.

F. UNLESS OTHERWISE SPECIFIED BY THE SPECIFICATION, WHEN A LOT OF
BOLTS OR STUDS IS MANUFACTURED BY MACHINING FROM BARIN ITS
FINAL CONDITION WITHOUT SUBSEQUENT HEAT TREATMENT OR COLD
WORKING SUCH AS HEADING OR THREAD ROLLING, THE PARENT BAR
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STOCK MAY BE USED TO OBTAIN THE APPROPRIATE NUMBER OF TENSION
TEST SPECIMENS. THE MECHANICAL PROPERTIES OBTAINED (TENSILE
STRENGTH, YIELD STRENGTH, % ELONGATION, REDUCTION OF AREA, AND
HARDNESS) SHALL CONFORM TO THE INVOKED FASTENER SPECIFICATION
OR AS SPECIFIED BY THIS PURCHASE ORDER. OTHER MECHANICAL TESTS
REQUIRED TO BE PERFORMED ON FULL-SIZE FASTENERS SUCH AS WEDGE
TENSILE TEST, AXIAL TENSILE TEST, ELASTIC PROOF LOAD, ETC. SHALL BE
PERFORMED ON FINISHED FASTENERS IN ACCORDANCE WITH THE
REQUIREMENTS OF THE INVOKED SPECIFICATION OR AS SPECIFIED BY THIS
PURCHASE ORDER.

. TEST REPORTS SUPPLIED SHALL ALSO STATE, OR A SEPARATE CERTIFICATE
SHALL BE PROVIDED, WHICH INDICATES, (1) THE MANUFACTURING
METHODS USED (I.E., MACHINED FROM BAR, HOT HEADED/FORGED, COLD
HEADED/PUNCHED, ROLL THREADED, CUT OR GROUND THREADED, ETC.)
AND (2) THE HEAT TREATMENTS USED IN PRODUCTION OF THE FASTENERS
SUPPLIED.





