
IF APPLICABLE, RESULTS OF TEST REPORTS CONTAINING THE FOLLOWING
INFORMATION SHALL BE SUPPLIED FOR EACH BATCH/LOT FURNISHED IN
FULFILLMENT OF THIS ORDER: TESTS SHALL BE CONDUCTED IN ACCORDANCE
WITH THE SPECIFICATION REQUIREMENT. FINENESS OF GRIND, WEIGHT PER
GALLON, VISCOSITY (IF A MULTI-COMPONENT PAINT, VISCOSITY  SHALL BE
DETERMINED FOR EACH COMPONENT AND FOR THE MIXED MATERIAL), DRYING
TIME, DRY TO TOUCH, DRY HARD, COLOR, APPEARANCE OF DRY FILM. 
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