Coded Note Number: C2830

Revision Level: C002

Date: March 15, 2017

Title: PAINT (EXCEPT MIL-P-24441) TEST REPORTS

This revision history is provided for convenience and does not alleviate the supplier’s
responsibility with understanding and complying with the full coded note.

Change from Revision C001 — Editorial change to reformat to current standard.
Bolded font indicates changed/added content.

[Text deleted] inserted in the document indicates the removal of content.

If applicable, results of test reports containing the following information shall be
supplied for each batch/lot furnished in fulfillment of this order: tests shall be
conducted in accordance with the specification requirement. Fineness of grind, weight
per gallon, viscosity (if a multi-component paint, viscosity shall be determined for each
component and for the mixed material), drying time, dry to touch, dry hard, color,
appearance of dry film.



