Coded Note Number: C2880

Revision Level: C001

Date: March 15, 2017

Title: CHARPY V-NOTCH IMPACT TEST REPORT

This revision history is provided for convenience and does not alleviate the supplier’s
responsibility with understanding and complying with the full coded note.

Change from Revision A — Editorial change to reformat to current standard.

Bolded font indicates changed/added content.

[Text deleted] inserted in the document indicates the removal of content.

Quantity: One (1) copy
Charpy V-Notch Impact test reports in accordance with ASTM-E23.
Note:
Material from the same Heat/Lot that is heat treated separately shall have a

Charpy V-Notch Impact test performed on a sample test specimen from each
Heat/Lot.



