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This material will be used in systems requiring ultrasonic inspection of silver brazed
joints and may be subjected to ultrasonic tests using a 2.5 mhz transducer as required
by Newport News Shipbuilding SOP 038-7.240. Lack of penetration by ultrasound will
be cause for rejection.



