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ONE (1) COPY.

A CERTIFICATE OF EXAMINATION AND TEST FOR

EACH CONTINUOUS RUN OF WIRE ROPE SHALL BE

PROVIDED. A CONTINUOUS RUN OF ROPE MAY BE

CUT INTO SHORTER LENGTHS OF ROPE AND SHIPPED

SEPARATELY AS LONG AS THE INDIVIDUAL LENGTHS

OF ROPE CAN BE TRACED TO THE APPLICABLE

CERTIFICATE OF EXAMINATION AND TEST.

NOTE: EACH CERTIFICATE SHALL INCLUDE THE

NNS PURCHASE ORDER AND ITEM NUMBER.

CERTIFICATE FOR EACH CONTINUOUS RUN OF WIRE

ROPE ORDERED SHALL BE PERFORMED TO THE

REQUIREMENTS OF THE UNITED STATES DEPARTMENT

OF LABOR, 29 CFR PART 1919.

CERTIFICATES OF EXAMINATION AND TEST FOR

EACH CONTINUOUS RUN OF WIRE ROPE SHIPPED

ARE TO DOCUMENT EACH OF THE WIRE ROPE

CRITERIA IDENTIFIED ON 29 CFR PART 1918 

FORM NO.5.

AS A MINIMUM THE DOCUMENTATION FOR THE
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FOLLOWING WIRE ROPE CRITERIA SHALL BE

PROVIDED:

1. PRODUCT DESCRIPTION.

2. CERTIFICATE NUMBER.

3. MASTER REEL NUMBER.

4. NAME AND ADDRESS OF MANUFACTURER OF WIRE

ROPE.

5. DIAMETER OF THE ROPE.

6. NUMBER OF STRANDS.

7. NUMBER OF WIRES PER STRAND.

8. TYPE OF CORE.

9. LAY.

10. GRADE OF ROPE.

11. DATE OF TEST.

12. LOAD AT WHICH SAMPLE BROKE.

13. NAME OF ADDRESS OF THE ORGANIAZTION

CARRYING OUT THE EXAMINATION AND TEST.

14. POSITION OF SIGNATORY IN THE ISSUING

ORGANIZATION.

SUBSTITUTION OF WIRE ROPE TYPE, CONSTRUCTION

CLASS, OR MATERIAL IS PROHIBITED.

HOWEVER, RECERTIFICATION AND

REIDENTIFICATION OF WIRE ROPE WITH A



HIGHER MATERIAL GRADE (XIP VS IPS) IS

APPROVED PROVIDING ALL OTHER REQUIREMENTS

OR THE SPECIFICATION FOR THE LOWER MATERIAL

GRADE WIRE ROPE ORDERED ARE MET, INCLUDING

DUCTILITY (TORSION TEST), AND ATTESTED TO

BY THE WIRE ROPE MANUFACTURER , ON

CERTIFICATE OF EXAMINATION AND TEST.




