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MATERIAL FURNISHED TO ASTM-A312 SHALL HAVE  
INTERGRANULAR CORROSION TEST AND FLATTENING 
TEST PERFORMED IN ACCORDANCE WITH           
MIL-P-24691/3 OR MIL-P-1144.                
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STAINLESS STEEL PIPE REQUIREMENTS




